
 
 

Title:  Corrosion Survey Database (COR•SUR) 

Table:  Ethyl alcohol 
Row (Record) Number:  29 

  

material or substance 
name 

Steels, Carbon/ Low Alloy  

exposure medium 

ethyl alcohol  

exposure medium 
synonym 

ethanol  

exposure medium CAS 
RN 

64-17-5  

exposure medium 
formula 

C2H6O  

exposure medium class 

alcohols  

warnings 

   

conc. (%)  

>5  

temp. (°F)  

25 – 225  

corrosion rate (mpy)  

<2  

test note 
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